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L Ed PR HUEH  NBFF2205A 21. 6V 5100mAh 110Wh
o L AR Chinese
Name of Sample [ & & Li-ion Battery Pack NBFF2205A 21.6V 5100mAh 110Wh
English
GRE kT 1125040341
Sample No.
EZX-Y0 RRKEE (a0 BT IRA R
Consignor Willand (Beijing) Technology Co., LTD.
£ FE I A S R O AT R 4
Manufacturer Guangdong Greenway Technology Co., Ltd.
il = o B GRIEEAFRET Y
I
AR T ik ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 8
Test method Section 38.3
Hz Ak A CBRas F bR T
ST/8G/AC. 10/11/Rev. 8 38. 3 UN Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 8
Criterion Section 38.3
=MD g W\
A’H'““ e SR BIRS ) 5
ppearance Black Plastic film shell
) Lo » L
e B 4 2025-04-11 HRIAIE B 2025-04-18 ~ 2025-05-20
Accepted Date Test Date
BT et FEREAEL s 3R 4R350 ; iy ; S0 8% ; sl i A e A T
= Altitude simulation, Thermal test, Vibration, Shock, External short
Test Items circuit, Impact, Overcharge, Forced discharge
LR, R A CGRESFERRETM) ST/SG/AC &8 38. IFRAELI,
The sample has passed the test ilems of UN Manu; ! riteria
AREEH | ST/SG/AC. 10/11/Rev. 8 Section 38. 3 W
Conclusion *
R AN ®ee) : T 20
o i
£ A] FE A il Rechargeable Lithium Battery. %_\L%M\_‘L
(14)
Comment
ZHeffa st / WR B AL
. /
ngzarger;zr Post Code
P ﬂr %@ T /I W %% T,E}ﬁ
Approver: Checker: Compiler:

%
Title:

eI TR (Head of New Energy Safety Department)

L %
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: = s > A 1= EN -1
A% | EHAELAE) FRRLANERKS BUSR | AR&H | 4
Name of Test Standard requirement or The = Yk
No Test Result | Conclu Remark
: lHems Clause Number of Standard e nclusion emar
AT CEEABRHET
: ) ST/SG/AC. 10/11/Rev. 8 38. 3 iEAT. 1 W 1
1 }%Eﬁm UN Manual of Tests and Criteria 2 ,I ,( =0 s
1 See Appendix 1 (=] iff
Altitude ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Pessed
simulation Toil o
AN GREEMERAET
3 1) ST/SG/AC. 10/11/Rev. 8 38.3 0T, 2 W% 2
2 mwﬁ UN Manual of Tests and Criteria See Appendix 2 I/H\ﬁ, /
Thermal test [st/s6/AC. 10/11/Rev. 8 Section 38,3 Test Passed
.9 o
I GREEARHET
7 ft) ST/SG/AC. 10/11/Rev. 8 38.3 &4ET.3 WLl 3
3 . ¢ UN Manual of Tests and Criteria See Appendix 3 L /
Vibration ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Pasted
1.3 <k
B GRRIBRAET
pr W) ST/SG/AC. 10/11/Rev. 8 38.3 T, 4 T 4
4 UN Manual of Tests and Criteria See Appendix 4 {7- b /
Shock ST/SG/AC. 10/11/Rev. 8 Section 383 Test Pasend
T. 4 *
AN Gl HIBRHET
y ) ST/SG/AC.10/11/Rev. 8 38.3 iAHAT. 5 % 5
5 S B UN Manual of Tests and Criteria See Appendix 5 o ks /
External short [s1/5G/AC.10/11/Rev.8 Section 38.3 Test Passed
circuit T.5 o
Ba TR Gl FidRiET 2
b ST/SG/AC. 10/11/Rev. 8 38.3 {H0T. 6 Lk 6
6 EEE IIN Manual of Tests and Criteria See :\;pcndix 6 ﬂ-m /
Impact ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passad
T.6
WA Galal fbrdE -
: HEY ST/SG/AC. 10/11/Rev. 8 38.3 iRART. 7 W2 7
7 ﬁﬁ% UN Manual of Tests and Criteria Sl,(_,l Appendix 7 &% /
Overcharge ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T.7 :
B4 oS MbRHEF i
M) ST/SG/AC. 10/11/Rev. 8 38.3 BU4ET. 8 WL 8
8 gﬁ%ﬂﬁ[% UN Manual of Tests and Criteria See Appendix 8 &tk /
Forced discharge ST/SG/AC, 10/11/Rev. 8 Section 38.3 Test Passed
T.8
Mo BRI A A IRBEERAE :20°C-25°C ; FRBEIERE - /%
: ; i 90 C=25"C - 5 Ldity: /%
Test Environment Ambient temperature:20°C-25°C ;Ambient humidity:/%
Condition
Fow) B =] /
Test ltem
o QAT AL
; = . i
Subcontracted Test sezpE | AR / (% /
Condition Subcontracted | Name Post Code
Laboratory Hopb / 9,15 /
Address Tel

F = | Jii 7 B
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Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

3/11
i 1 BMAR LA | PR
No. Name of Test Items | A]{jtude simulation
e, EERA RIEAT Before KI5 After e AL IS AR
5 Sample Status RE i RE FF3& /% | Mass Loss | Residual |3
Sample Mass ocv Mass ocv OCV  |Other
No. g A" /g v 1% /% Event
001 | oy poirse® o | 648.30 | 2408 | 648.19 | 24.02 0.02 | 99.96 | o
002 | joyerat®t | 649.56 | 2407 | 649.54 | 24,07 0.00 | 100.00 | o
003 | et | 64861 | 23.97 | 648.59 | 23.96 0.00 | 99.96 | o
004 | jeycpoint | 648.28 | 24.05 | 648.22 | 24.05 0.0 | 100.00 | ©
005 | pscrepoiirt | 64888 | 24.19 | 648.80 | 24.18 0. 01 99.96 | o
006 | pscve ot 649,30 | 24.04 | 649,26 | 24.04 0. 01 100.00 | ©
007 | pscreporiiiot lie48.27 | 2400 | 648.18 | 24.00 0.01 | 100.00 | ©
008 | sseuc it | 648.28 | 23.99 | 64823 | 2308 0. 01 99.96 | ©
U 2 pffhis space nten toneTly
ik Lk V-RA DR R-3KE F-RK 0-RR. LRA. LMK, LKL, ik,
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2% 5 ARAB LA | AR
No. Name of Test Items Thermal test
; 5 g XIEA] Before RIS Aft 2
#e | HERA RBE A | ggink| Maem
Eoaey Sample Status RE | Fbak RE FF#& @, JE | Mass Loss| Residual | 3%
Sample Mass ocv Mass ocv OCV |Other
No. /g vV /g A% /% /% | Event
ICYCH5E A AT ‘ ‘ 3 )
001 | joqcprnihil | 648.19 | 24.02 | 648.09 | 23.77 0.02 | 9.9 [ o
002 1CYCSEA FE 1 = ‘ ap ¢ .
e Ml egse | 040 B4 24.07 | 649.36 | 23.81 0. 03 98.92 | o
YCSE4A 1 =
003 | oyt | 648.59 23.96 | 648.36 | 23.74 0.04 99.08 | o
YCSEA A
00 | g | B4R 24.05 | 648.08 | 23.79 0. 02 98.92 | o
SCYCHEA AL . 548 66 5
005 | oo poreioult ] 648.80 | 24.18 | 648.66 | 23.86 0. 02 98.68 | o
006 | psererrsiood | 649,26 | 24.04 | 649,12 | 23.78 0. 02 98.92 | o
BCYCS: A 45
007 25(.\2,3“,”{,',’;_\."fﬁ'ﬁwd 648. 18 24. 00 648. 05 23. 76 0. 02 99. 00 0
008 | pscroprirritd | 648.23 | 23.98 .| 648.08 | 23.76 0.02 | 99.08 | o
J\ F,ﬁ_: r_ This s;)a;::rtil:)tlc;::ki onally

[

HiE: L-E V-IRA D-FER R-2E F-R K 0-RiFK. LREA. LK, TP, LK.
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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NO. 1125040341

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly.No Rupture & No Fire.

5/11
i) g BWRE LA | 53
No. Name of Test Items | yihration
#a | mana AREH] Before RS Afler | gap % | A wE | H4b
Eo Sample Status RE FROE| RE 349, /& | Mass Loss | Residual | L&
Sample Mass ocv Mass oCcv oCcVv Other
No. /g v /g IV /% /% | Event
001 | oycrot®hit | 648.09 | 23.77 | e48.27 | 23.72 0.00 | 99.79 | o
002 | | GOEERL ) 649.36 | 23.81 | 649.45 | 23.74 0.00 | 99.71 0
003 | oeroiEmi | 648.36 | 23.74 | 648.53 | 23.67 0.00 | 99.71 | o
004 | |oyorcmu®hl | e48.08 | 23.79 | 648.23 | 23.72 0.00 | 99.71 | o
005 | pecoe®l | 648.66 | 23.86 | 648.77 | 23.76 0.00 | 99.58 0
006 | pecrotitn GERINaMam > | 23. 7ag8IS640Ns. | 0s. A 0.00 | 99.71 0
007 | ppeecGosi®it = 1o648.05 | 23.76 | 648.19 | 23.68 0.00 | 99.66 | o
008 | pepopornrrit | 648.08 | 23.78 »| 648.18 | 23.70 0.00 | 99.75 0
) s e This spalc:niI;}]{:::kicmal]y
Fik: LR V-IRA D-ARK R-2RAL F-RK 0-Raih. RRA. AMER. LA, LAX.

—_——
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5 ’ BRI R B 4 AR it
No. Name of Test [tems Shock
KIEAT Bef RIS Aft =
e | HaRE e L L RERA (RHABE | b
9% Sample Statis RE | FRLE| BAE JF24, /£ | Mass Loss | Residual | 3L
Sample Mass ocv Mass oCcv oCcVv Other
No. /g v /g N /% % Event
ICYCE4EFa ol o P . "
001 | ovemmeiree | 648.27 | 23.72 | 648.23 | 23.70 0. 01 99.92 | o
VO S
002 | iCER®l | 649.45 | 23.74 | 649.44 | 23.72 0. 00 99.92 | o
003 | jovero it | 648.53 | 23.67 | 648.51 | 23.66 0. 00 99.96 | o
004 | oot | 648.23 | 23.72 | 648.17 | 23.69 0. 01 99.87 | o
25CYCHERRTE 3 ; A o b E ;
005 | sseremriot | 648.77 | 23.76 | 648.66 | 23.73 0. 02 99.87 | o
006 | pserepict 164910 | 2371 | 649.18 | 23.71 0.00 | 100.00 | o
007 | psevopriitl 1 648:19 | 23.68 | 648.12 | 23.67 0. 01 99.96 | o
008 ey 648.18 | 23.70 | 648:08 | 23.67 0. 02 99.87 | o

25CYC Fully charged

| = o0w AThis space intentionally
J‘ [\ X I 2
left blank

B iy ~noav

£ix: L-iHiR V-IRA D-ARIK R-#E. F-R K -k, RRA. LK. TR, RAK.
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly.No Rupture & No Fire.
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A% 5 BRA B LA i
0. Name of Test ltems External short circuit
5 : - ) =3
*%w%%"&‘ Jf-'f-g%;]k‘%} HF u;ﬁlﬁﬁﬂ,ﬂn _;1\-_4&%%

Max. External Temperature

Sample No. Sample Status Other Event

[C
==y
001 1CY'.’1.‘-( I\fl lJ[lva‘.fI}“l;%gerl a7.4 0
002 LCIC Fully charged 7.2 0
PN
003 le\'(I'C;:ilJ!Id)‘I th;%ged 57.5 0
WO A IS
004 ICY(IT(JIY’ﬁ;?_\'IVIC)flL;zlllf:gerl 96. 2 0
005 zacfé%ﬁﬁ? zﬁiged 26. 7 0
006 25C$?C}I‘ﬁflff\f;;%god o7.3 0
ooy zvtiztgiﬁ?ﬁ;%gu] b7. 6 0
008 25CYCHE A FE AL 56. 7 0

25CYC Fully charged

e This space intentionally left
S blank

FiE: DRk R-AREL F-R X 0-LfRK. RARX. LA,
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.

d 1%l
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A5 6 | R B 4 AR il

No. Name of Test Items Impact
HEl s MR Rt R SR EVE R
Sample No. Sample Status W Extern/zlé:Temperature Other Event

009 1(\1[(\3(0:0[5:1TI\{U111 24.5 0

L u:yl{ga[éwf (zwd‘{{;ri{ll ty 29, 4 -

o 1cé§2€$ﬁgﬁiﬁty 25.2 0

012 LCYC 508 Caaeity 25. 1 0

013 1 cvlcm.,%co%? Och;r1:1 ty 23, 4 4

P gy

s I50E A bt 252 0

015 o5 oty 25.5 0

016 J50YC 506 Coppeity 25.3 0

018 25CYC 50% 784 256 o

25CYC 50% Capacity

DN

This space intentionally left

blank

&ix: DAk F-RK 0-RfBik. BAK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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B% : WRAE L4 | A
No. Name of Test Items | Oyercharge
e kA HAeM 2
Sample No. Sample Status Other Event
ICYCHE A AL

019 1CYC Fully charged 4

; ICYCSEA TR L

020 1CYC Fully charged 0

; LICYCHE A4S FE e 0

021 1CYC Fully charged

. ICYCTE4 TRl o
022 1CYC Fully charged

5 25CYCHE A= FEHL 0

023 25CYC Fully charged
024 25CYCTER T o

25CYC Fully charged

S 26CYCIE AR o
025 26CYC Fully charged

026 25CYCSE A FE 0

25CYC Fully charged

LA H

This space intentionally left blank

& D-ARAR F-R K 0-RfiRk. TAK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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A5 s HnR B A LG
No. Name of Test Items Forced discharge
b5 KA AL
Sample No. Sample Status Other Event

027 1CYC lr[?lcljxL ‘?ikliffcig;}argvd 0

028 1CYC 1}(:3(1(1,‘., ?1\1”3:11111 rged 0

029 1CYC IFLquCl;:.iJ ‘EJ\ iri{jii rged 0

030 1CYC II-E?I(IQL jrli\:l]f{rﬁi rged 0

031 1CYC lI‘Lqu(iJ\L‘ jﬁfvﬁn‘gvd 0

032 1CYC lf'[qu(l):E jﬁﬁilflf;'sl"gc’(l 0

033 10YC IIT%(:IJ\U %jirrﬁll'ged 0

034 1CYC IIE;‘}YILIJYL /L}l.\.i]iir[l%n‘ged 0

035 1CYCHE AL : 0

1CYC Fully discharged

036 1cYC il(;?ﬂJ\L%fci}%u;,m o

037 25(".\’[?51511‘[1(‘1‘1??;ibi{cj&u'ge(l 0

038 25(:\'(?5[%%’}5 ?Fiffcr}liwged 0

039 25CY( ZSFEIYICIJ\LJ fﬁjillit rged 0

040 IB0KC 5rCu\1C11\L iriad rged 0

041 25( ‘\'(?’EI-E:UY ]C]‘),\IEE /(ll\lﬁs‘.:l CIIELH rged 0

042 zB(Y(JTCL?l[f»L jrin};{[‘.lhu;ll‘g(?d 0

043 25CY( 2 ?C;?’ICIJ\L /('?i]?cl}lia rged 0

044 za(\fbr(:{fljxh ?;i]i?ia rged 0

045 25(?YL?5I21Y1CI'JE‘EE?CE'1rgetl 0

046 25(?\'(:325151\?1'},\.": j;iffczliil'god Y

HiE: DR F-ARK 0-AfHK. BAK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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- (@) Li-ion-Battery Pack- - 6INR19/66-2
NBFF2205A 21.6V===5100mAh/110Wh

inguishing t
Criucal raw Ldr 3 obalt(2 215, N
5). Fermum(1 7. 15). Phy




